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4. From the text below,

The design requirements:

The materials choice for the boat turbine is bronze. The power of a turbine is determined by

its radius and rate ofrevolution. The designer calculates the need for a turbine of radius 500 mm

and 100 mm width, with 2 blades of an average thickn. ess 10 mm. The volume of material in the

turbine is roughly its surface area times its thickness, (density of bronze, 8900 kg/m). The

turbine has a fairly complex shape. We classify it as 31> solid. In the designer's view, balance is

what really important. Designer specifies a tolerance 0' +/- 1mm and a surface roughness ofless

than 10 11m.

4.1 Summarize the design requirement (Constraints)

4.2 What charts can be applied for this?

5. lM''lJe:Jf)uj";;; lfJ"lfUtle:J'lf)uli'e:J'Uj"e:JfJ (Reverse Engineering) ril'UNff:IJ'Yll'llflijU{;I~lflHff~l'l'Yll'l

31 931 ",j <!l IJ] 31
~{;Iillfl 1l{;l~'U~\P1e:J'l !"lflflj"e:J'lm)e:J~ !j"'lJl'l


